March 1, 2003
PCC CURING-SEALING MATERIALS

Specification Reference: 702.22 & 912.02
Test results indicate that when the following materials are used in accordance with
the manufacturer's recommendations, the curing-sealing material will be acceptable.

Mat. Source Manufacturer Approval
Code Code Product Name Number Comments

9613 9601 CHEMMASTERS
SAFE-CURE AND SEAL EPX-------—-—-—-—-————————————— wW028005 PRODUCT MAY ONLY
BE USED IN AN
APPLICATION THAT
SPECIFIES A
MASONARY COATING.

9613 9529 TEXTURED COATINGS OF AMERICA, INC.
TEX-COTE XL 70 WITH SILANE-------————-—-—————-——~— Ww028006



